
specific wavelengths is prohibited
from propagating in certain direc-
tions. This effect is the same as the
Bragg diffraction of x-rays in solid-
state crystals.

At optical frequencies, however,
much larger variations of the refrac-
tive index are feasible. The larger the
difference in the refractive indices
between the two materials of the pho-
tonic crystal, the greater the effect
on the light’s behavior. In the most
extreme situation, light is prohibited
from propagating in any direction —
in which case a photonic bandgap is
said to exist.

Such photonic bandgaps have in-
triguing consequences; for example,
an excited light emitter — such as
an atom, a molecule or a quantum
dot — that is placed inside the struc-
ture will not be able to emit light.
Hence, photonic crystals provide a
way of inhibiting the spontaneous
emission of light. 

The effect of a photonic bandgap
is quantified in terms of the so-called
local density of states that describes
the number of available electromag-
netic modes in which photons may
be emitted at the location of the emit-
ter. The local density of states can
be interpreted as the density of vac-
uum fluctuations and is determined
by the structure of the dielectric ma-
terial surrounding the emitter.

In the so-called Wigner-Weisskopf
approximation, the radiative decay
rate γR of an excited emitter is related
to the local density of states ρ
through Fermi’s golden rule:

This describes the transition from
the initial state (Ci) to the final state
(Cf) with a dipole moment d$ and tran-
sition frequency ω. Here, " and ε0

denote Planck’s constant and the

     γR (r, ω, d = πω
hε0

u k Ψf udu Ψil u2 ρ (r, ω, d)

Controlling Spontaneous Emission
with Photonic Crystals

The control of spontaneous emission opens opportunities in

the development of efficient miniature lasers for displays and

telecom, in quantum computing and in many other fields.

by Dr. Peter Lodahl and Dr. Willem L. Vos, University of Twente

N early two decades ago, pho-
tonic bandgap crystals were
proposed as the ultimate

means for controlling the propaga-
tion and emission of light.1,2 Since
that time, research into photonic
crystals has exploded, with much at-
tention devoted to controlling prop-
agation.3 In contrast, an experimen-
tal demonstration of their use to con-
trol the emission of light has so far
been absent.

We recently demonstrated experi-
mentally that both the direction and
the time of spontaneous emission
can be controlled,4 thereby confirm-

ing the original proposal by Eli
Yablonovitch1 that founded the field
of photonic crystals. We believe that
this work opens opportunities for the
development of solid-state quantum
optics using photonic crystals, in ad-
dition to possible applications for ef-
ficient micro LEDs, lasers or even
solar cells.

Photonic bandgaps
Photonic crystals are composite 

dielectric structures that feature a
periodic variation in their refractive
index on the order of the wavelength
of light. In a photonic crystal, light of
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Figure 1. A schematic representation of the local density of states as a function of
frequency for a homogeneous medium and a photonic bandgap crystal illustrates
that it increases quadratically with frequency in a homogeneous medium but 
vanishes in a bandgap. For certain frequencies outside the bandgap, the local
density of states can be strongly enhanced. 
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vacuum permittivity, respectively.
The local density of states ρ depends
on the optical frequency, the orien-
tation of the dipole and, notably, on
the position of the emitter r$ because
differently positioned emitters cou-
ple to different electromagnetic
modes. In our experiment, we probed
an ensemble of emitters with ran-
dom orientations; i.e., the relevant
quantity is the local density of states
integrated over all orientations of the
dipoles. 

From this equation, we see that
control over the local density of states
provides a way of modifying sponta-
neous emission of light. A schematic
representation of the local density of
states in a photonic bandgap crystal
and in a homogeneous medium is
given in Figure 1. In a homogeneous
medium, the local density of states is
obviously independent of position
and varies quadratically with fre-
quency. In a bandgap, however, the
local density of states is strongly re-
duced and, ideally, vanishes.

For certain frequencies outside the
bandgap, the local density of states
will be enhanced because the fre-
quency-integrated number of states
relative to the number of states in a
homogeneous medium is a conserved
quantity.6 A reduced local density of
states means that spontaneous emis-
sion will be delayed, while an en-
hanced local density of states speeds
up the emission process. Conse-
quently, photonic crystals offer a way
of inhibiting and enhancing emis-
sion, obtaining complete control over
spontaneous emission of light.

Wide frequency bandwidth
The potential to change the radia-

tive decay rate by altering the di-
electric properties of the surround-
ings of the emitter also is referred to
as the Purcell effect, and is well-
known for light sources in high-qual-
ity cavities. A unique advantage of
photonic crystals, compared with
cavities, is the extremely wide fre-
quency bandwidth within which
spontaneous emission can be con-
trolled. (Here we are referring to the
enhancement of spontaneous emis-
sion that takes place in a cavity,
which is a different effect from stim-
ulated emission.)

An important parameter to con-

sider in a real experiment on the con-
trol of spontaneous emission by pho-
tonic crystals is the efficiency of the
light source. Solid-state light sources,
such as the quantum dots consid-
ered here, are not ideal two-level sys-
tems because of either external in-
fluences or complex internal struc-
tures. Therefore, decay processes
other than the radiative process that
the photonic crystal is designed to
control may contribute to the total
decay rate. 

The influence of unwanted
processes is quantified in terms of
the quantum efficiency of the light
source, which is defined as the ra-
diative decay rate relative to the total
decay rate; i.e., the sum of the ra-
diative and all nonradiative decay
rates of the excited state. A high
quantum efficiency of the emitter
used in an experiment is crucial to
control the lifetime of spontaneous
emission. 

The experiments were performed
on extended, strongly interacting,
three-dimensional photonic crystals
consisting of a face-centered-cubic
structure of air spheres in a titania
backbone material (Figure 2).7 The
refractive index contrast between ti-
tania and air is 2.7.

Our group has developed a versa-
tile three-step process to fabricate
inverse opals. First, an artificial opal

is constructed by self-assembly of
polystyrene spheres. Such a tem-
plate is already a photonic crystal,
but with a small refractive index con-
trast. To increase the contrast, the
polystyrene opal is infiltrated with
titania, and the polystyrene is sub-
sequently etched away to obtain the
favorable inverted structure.7

The typical dimensions of the crys-
tals are approximately 1 mm3, and
they feature thousands of airholes
in each direction. The separation be-
tween the airholes is specified in
terms of the lattice parameter that
measures the distance between (111)
lattice planes of the crystal struc-
ture. For the experiments, we fabri-
cated many photonic crystals with
lattice parameters ranging from 240
to 650 nm.

We used colloidal quantum dots
made from the semiconductor ma-
terial CdSe as internal light sources.8

Quantum dots are highly efficient
emitters with discrete and narrow
emission lines, and therefore often
are referred to as “artificial atoms.”
Their advantage is that their optical
properties can be tailored: The emis-
sion frequency may be tuned by vary-
ing the size of the quantum dot. The
dots emit light as a result of the re-
combination of an electron-hole pair
(exciton), and the size-dependent
emission is a direct consequence of

Figure 2. A scanning electron microscope image of a photonic crystal (left) reveals
air spheres (black holes) in a titania structure (white material). The airholes are 
ordered in a face-centered cubic crystal structure. In the optical microscope image
(right), a titania inverse opal with a lattice parameter of 370 nm displays blue
opalescence, the result of optical Bragg diffraction of light.
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quantum-confinement of the exciton
due to the nanometer-scale size of
the particles. These properties make
quantum dots the ideal choice for
light sources in photonic structures,
both in the visible region and in near-
IR telecom bands.

We fabricated the quantum dots
by chemical synthesis and dissolved
them in a solution of chloroform and
butanol.4 Our photonic crystals were
infiltrated with the solution of quan-
tum dots, then dried, creating a dis-
tribution of quantum dots on the ti-
tania surfaces inside the inverse opal.
The ensemble of quantum dots had
an average diameter of 4.5 nm, with
a size dispersion of 5 percent. The
quantum efficiency of the solution
was >50 percent.

We excited the quantum dots in
the photonic crystals with a pi-
cosecond optical pulse at a wave-
length of 440 nm. The spontaneously
emitted photons were spectrally re-
solved and recorded with a photo-
multiplier. Both the angular distrib-
ution and the decay in time of the
emission were recorded. The latter
experiment utilized a time-correlated
single-photon-counting technique to
measure the arrival time of the emit-
ted photons with a resolution of bet-
ter than 100 ps.

The continuously emitted light in-
tensity is expected to be strongly an-
gular-dependent because of optical
Bragg diffraction-forming stopgaps
along certain propagation directions.
Figure 3 displays the measured an-
gular distribution on three selected
photonic crystal samples with dif-
ferent lattice parameters. We mea-
sured the intensity at a fixed optical
frequency as a function of the de-
tection angle, defined relative to the
normal of the (111) lattice planes.
The sample with a lattice parameter
of 370 nm was effectively a reference
sample because the lattice parame-
ter was so short that variations in
the local density of states and opti-
cal stopgaps were at much shorter
wavelengths than the emission range
of the quantum dots.

The advantage of our reference
sample is that it was prepared in the
same way as the photonic crystals
and therefore provides a reliable,
chemically identical reference. On
the sample, the intensity decreased
monotonously with angle, which
turns out to be a peculiar effect of
ubiquitous disorder present in all
real photonic crystals that cause 
light to be diffuse yet directional.9

On the photonic samples with lat-
tice parameters of 420 and 500 nm,

we noted strong suppression of light
along certain directions, which is a
direct observation of Bragg diffrac-
tion on the spontaneously emitted
light. Using our newly developed the-
oretical model for the propagation of
light in photonic crystals,9 we ob-
tained excellent agreement between
experiment and theory (see curves
in Figure 3).10 Hence, a complete un-
derstanding of the propagation of
light was accomplished, a prerequi-
site before carrying out more involved
time-resolved experiments. 

Furthermore, the angular mea-
surements proved that the detected
emission was dominated by light
from quantum dots embedded deeply
inside the three-dimensional pho-
tonic crystal that should be suscep-
tible to the modified local density of
states. Finally, the angle-resolved re-
sults may have practical applications
in directional emission of solid-state
light sources.10

In the time-resolved experiments,
we measured the decay rate of the
excited state of the quantum dots in
the photonic crystals. A representa-
tive selection of our experimental
data is shown in Figure 4 for three
crystals with varying lattice param-
eters. Two emission sources con-
tributed to the decay curves: For
short times (<5 ns), a substantial
contribution to the emission
stemmed from luminescence from
the titania backbone of which the
photonic crystals consist. Beyond 5
ns, this contribution was negligible,
and we detected emission only from
the quantum dots.

From the data in Figure 4, we see
that the decay time depends strongly
on the lattice parameter of the pho-
tonic crystal. For a lattice parame-
ter of 420 nm, we measured a faster
decay, and for 500 nm, a slower
decay relative to the reference sam-
ple, which had a lattice parameter
of 370 nm. By modeling the decay
curves, we deduced that the spon-
taneous emission lifetimes (the in-
verse of the decay rate) were 9.6 and
19.3 ns for the samples with lattice
parameters of 420 and 500 nm, re-
spectively. On the reference sample,
a lifetime of 12.4 ns was obtained.

Our results demonstrate that the
spontaneous emission lifetime can
be both extended and shortened with

Photonic Crystals

Figure 3. The graph depicts the measured intensity of spontaneous emission 
from quantum dots in three titania inverse opals with different lattice parameters
(a) as a function of the detection angle (α) and at a fixed wavelength (630 nm).
The intensities were divided by the measurement performed at 60°, a suitable 
reference because no stopbands appeared at this angle for all three samples.
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a photonic crystal. These measure-
ments represent the first direct ex-
perimental verification of the 17-year-
old prediction by Yablonovitch. 

The results of a detailed analysis of
the decay rate as a function of emis-
sion frequency on four photonic crys-
tals are plotted in Figure 5. The black
circles are the measurements on the
reference sample, and these data
agree well with a calculation of the
decay rate using Fermi’s golden rule
and the local density of states for a
homogeneous medium (orange curve,
scales as ω3). 

For the photonic samples, we ob-
served variations in the total decay
rate of up to a factor of three by tun-
ing frequency and lattice parameter.
In contrast, the measured decay rate
was independent of observation di-
rection, which is expected from the-
ory, since the local density of states
is angle-independent. Both broad-
band inhibition (lattice parameter of
500 nm) and enhancement (580 nm)
were observed relative to the refer-
ence sample. These measurements
demonstrate that we can control
spontaneous emission by varying the
lattice parameter of the crystal. 

Applications
Although our measurements pro-

vide the first demonstration that pho-
tonic crystals can control the radia-
tive decay rate, other measurements
on photonic crystals with low-effi-
ciency light sources have confirmed
that the local density of states is
strongly modified.11 For light emit-
ters with low quantum efficiencies,
modifications in the local density of
states are manifested in the total
power emitted, and it is exhilarating
that this effect was confirmed re-
cently in experiments on quantum
wells.12

Using such techniques, broadband
inhibition of spontaneous emission
was demonstrated11 for frequencies
and lattice parameters consistent
with our measurements. However,
low-efficiency light sources do not
allow time-resolved control of spon-
taneous emission, as has been
demonstrated here. 

The spontaneous emission of light
can be controlled using other meth-
ods, such as a high-finesse (micro-)
cavity, where spontaneous emission

Photonic Crystals

For Free Info, Circle 29



68 PHOTONICS SPECTRA MARCH 2005

is enhanced for frequencies within
the narrow linewidth of the cavity
resonance. In that case, the emitter
must be positioned near a maximum
of the standing wave of the electro-
magnetic field so as to couple well to
the cavity mode. 

In a photonic crystal, in contrast,
the Purcell effect is obtained with-
out any cavity resonance and is an
inherent multimode phenomenon re-
lated to the coupling of the quantum
dot to many Bloch modes. Hence,
spontaneous emission can be con-

trolled with photonic crystals in a
much wider spectral bandwidth than
is possible with cavities. Indeed, our
measurements demonstrate more
than two orders of magnitude larger
bandwidth than those involving
state-of-the-art optical cavities.

Furthermore, no sensitive spatial
control of the emitters is needed in
the photonic crystal because the ex-
periment was performed on an en-
semble of quantum dots distributed
over the volume of the photonic crys-
tal. Clearly, the observation of the
Purcell effect in a photonic crystal
demands less-sensitive spatial and

Photonic Crystals
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Figure 4. In this plot of the time-
resolved emission from quantum dots
in photonic crystals with different 
lattice parameters (a), the first part 
of the decay curves is influenced by
emission from titania. After 5 ns, the
emission is dominated by the quantum
dots. The decay rate of the quantum
dots is observed to depend on the 
lattice parameter.

Continued on page 74
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spectral control over the emitters
than with a cavity. Consequently,
our experiments could be carried out
at room temperature, which is a
major advantage from an experi-
mental point of view. These benefits
emphasize the superior performance

of photonic crystals for wide-band-
width and large-volume applications,
even at room temperature. 

The enhancement of spontaneous
emission may have important appli-
cations for efficient light sources such
as LEDs because the quantum effi-

ciency of the source effectively is en-
hanced. Furthermore, enhanced
emission may be utilized for gener-
ating single-photon sources of high
quality — i.e., with little jitter in the
emission time of the photon — for
quantum information processing.

Conversely, the inhibition of emis-
sion is very useful for increasing the
efficiency of photonic devices such
as lasers and solar cells.1 These de-
vices ultimately are limited by the
loss of energy caused by spontaneous
emission, and photonic crystals pro-
vide a way to suppress this loss.
Photonic crystals also may provide

Photonic Crystals
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Figure 5. The measured decay rate is
plotted against emission frequency for
four samples with lattice parameters 
of 370 nm (black circles), 420 nm (red
squares), 500 nm (green inverted 
triangles) and 580 nm (blue triangles).
The curves between the points are
guides to the eye. The dashed curve is
theory for a dipole in a homogeneous
medium.

Continued from page 68
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a valuable tool for shielding fragile
quantum information against deco-
herence, because the principle
demonstrated here relies on the con-
trol of vacuum fluctuations. G
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